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TIME TABLE 
 

Monday, November 14 

  9-15 –   9-30 Opening Ceremony 

  9-30 – 11-00 Session 1. Polymer composite materials 

11-00 – 11-30 Coffee Break 

11-30 – 13-00 Plenary session 

13-00 – 14-30 Lunch 

14-30 – 16-00 Session 6. Polymer applications 

16-00 – 16-30 Coffee Break 

16-15 – 18-15 Poster presentation (Session 1 and Session 2) 

18-30 – ∞ WELCOME PARTY  

Tuesday, November 15 

  9-30 – 11-00 Session 4. Structure and characterization of polymers 

11-00 – 11-30 Coffee Break 

11-30 – 13-00 
Plenary session 

Session 2. Polymer synthesis and modification 

13-00 – 14-30 Lunch 

14-30 – 16-30 Session 2. Polymer synthesis and modification 

16-30 – 17-00 Coffee Break 

16-45 – 18-45 Poster presentation (Session 3 and Session 5) 

Wednesday, November 16 

  9-30 – 11-00 Session 3. Bio-related and medical polymers 

11-00 – 11-30 Coffee Break 

11-30 – 13-00 Plenary session 

13-00 – 14-30 Lunch 

14-30 – 16-00 Session 4. Structure and characterization of polymers 

16-00 – 16-30 Coffee Break 

16-15 – 18-15 Poster presentation (Session 4 and Session 6) 

19-00 – ∞ CONFERENCE DINNER 

Thursday, November 17 

  9-30 – 11-00 Session 5. Smart polymers 

11-00 – 11-30 Coffee Break 

11-30 – 13-00 Session 1. Polymer composite materials 

13-00 – 14-30 Lunch 

14-30 – 16-15 
Session 3. Bio-related and medical polymers 

Session 4. Structure and characterization of polymers 

16-30 – 17-00 Closing Ceremony 
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SCIENTIFIC PROGRAM 
 

Monday, November 14 

 Session 1. Polymer composite materials 
Chair:   Smirnov M.A. 

9-30 –   9-45 

Nazarychev V.M., Falkovich S.G., Larin S.V., Kenny J.M., Lyulin S.V. 
MECHANICAL PROPERTIES OF POLYIMIDES NEAR SURFACE OF 

EMBEDDED CARBON NANOTUBES 
1-O-01 

9-45 – 10-00 

Guseva E., Zuev V. 

STUDING THE EFFECTS OF NANOSIZED CARBONS ON THE 

MECHANICAL PROPERTIES OF A POLYURETHANE ADHESIVES 
1-O-02 

10-00 – 10-15 

Kostromin S.V., Bronnikov S.V., Podshivalov A.V., Asandulesa M., Cozan V. 

ELECTRICAL CONDUCTIVITY OF POLYAZOMETHINE DOPED WITH 

FULLERENE C60 NANOPARTICLES 
1-O-03 

10-15 – 10-30 

Seleznev А.А., Sablin A.N. 

ASSESSING THE IMPACT OF THE THERMOPLASTIC PHASE 

PARAMETERS ON THE TECHNOLOGICAL CHARACTERISTICS OF 

THERMOPLASTIC ELASTOMERS 

1-O-04 

10-30 – 10-45 

Larin S.V., Falkovich S.G., Nazarychev V.M., Volgin I.V., Kenny J.M., Lyulin S.V. 

COMPUTER SIMULATION OF POLYMER NANOCOMPOSITES FILLED 

WITH CARBON NANOPARTICLES 
1-O-05 

10-45 – 11-00 

Matrenichev V.V., Dobrovolskaya I.P., Yudin V.E., Sklizkova V.P., Ivankova E.M. 

BIO-MECHANICAL PROPERTIES OF HIGHLY POROUS FILMS BASED ON 

POLYIMIDE OR ALIPHATIC COPOLYAMIDE NANOFIBRES FOR TISSUE 

ENGINEERING 

1-O-06 

 

 Plenary session 
Chair:   Yakimansky A.V. 

11-30 – 12-15 

Leermakers F.A.M. 

TUNEABLE CONTRIBUTIONS TO THE PERSISTENCE LENGTH OF SEMI-

FLEXIBLE CHAINS: INDUCED PERSISTENCE LENGTH AND 

ELECTROSTATIC STIFFENING 

PL-1 

12-15 – 13-00 
Bronnikov S. 

POLYMER SOLAR CELLS 
PL-2 

 

 Session 6. Polymer applications 
Chair:   Smyslov R.Yu. 

14-30 – 14-45 

Chernyaev V.A., Zgonnik P.V. 

THE USE OF ADSORBENTS BASED ON POLYURETHANE FOAM TO 

CLEAN THE WATER SURFACE FROM OIL POLLUTION 

6-O-01 

14-45 – 15-00 

Andreyeva V.A., Michurin N.D., Shumilov F.A., Voznyakovsky A.P. 

CARBONIZATION OF BIOPOLYMERS BY METHOD OF "HARD FLAME 

COMBUSTION" 
6-O-02 

15-00 – 15-15 

Bekmukhametova A.M., Gaynanova G.A., Ziganshinа A.Yu., Zakharova L.Ya., 

Sinyashin O.G. 

THE POLYMERS AND POLYELECTROLYTE CAPSULES AS STABILIZERS 

FOR QUANTUM DOTS 

6-O-03 
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15-15 – 15-30 

Novopoltseva O.M., Kablov V.F., Keybal N.A., Lapina A.G., Kochetkov V.G. 

THE DEVELOPMENT FIRE- AND HEATPROTECTIVE ELASTOMER 

COMPOSITIONS, CONTAINING MICRODISPERSED ALUMINOSILICATE 

FILLER 

6-O-04 

15-30 – 15-45 

Gulyaev A.I., Krylov V.D., Yakovlev N.O. 

PHASE MORPHOLOGY OF THE POLYMER MATRIX AND ITS INFLUENCE 

ON COMPOSITES FRACTURE TOUGHNES 
6-O-05 

15-45 – 16-00 

Horoshilova V.S., Sustavova T.A., Sokolov V.V., Lipin V.A. 

INFLUENCE OF POLYMER ADDITIVE ON TECHNOLOGICAL WATER 

SOLUTION AND PULP PROPERTIES 
6-O-06 

 

16-15 – 18-15 

POSTER PRESENTATION 

 Session 1. Polymer composite materials 

 Session 2. Polymer synthesis and modification 

 

 

 

Tuesday, November 15 

 Session 4. Structure and characterization of polymers 
Chair:   Amirova A.I. 

9-30 –   9-45 

Mikhailov I.V., Darinskii A.A. 

SELF-CONSISTENT FIELD THEORY STUDY OF ELASTIC PROPERTIES OF 

LIPID VESICLES DECORATED BY PEG-DENDRONS 
4-O-01 

9-45 – 10-00 

Shirokova V.V., Sidorenko N.V., Valiev T.T., Vaniev M.A. 

INFLUENCE OF PHOTOINITIATION CONDITIONS AND POSTCURING 

TIME ON PROPERTIES OF EPOXY OLIGOMER-POLYSULFONE BASED 

MATERIALS 

4-O-02 

10-00 – 10-15 

Larina A.A., Potemkin I.I. 

COMPUTER SIMULATIONS OF SWELLING AND COLLAPSE OF NON-

SPHERICAL MICROGELS 
4-O-03 

10-15 – 10-30 

Fetin P.A., Zorin I.M., Povshednaya M.D., Lezov A.A., Scherbinina T.M., Bilibin 

A.Yu. 

INTERPOLYELECTROLYTE COMPLEXES IN SOLID STATE: SYNTHESIS 

AND INVESTIGATION OF SUPRAMOLECULAR STRUCTURE 

4-O-04 

10-30 – 10-45 

Dommes O.A., Kostina A.A., Okatova O.V., Pavlov G.M. 

DILUTE SOLUTION BEHAVIOR OF LINEAR POLYELECTROLYTES OF 

DIFFERENT CHARGE DENSITY 
4-O-05 

10-45 – 11-00 

Shabrova E.S., Proskurina V.E., Galyametdinov Y.G. 

THE INFLUENCE OF STRUCTURE AND CONCENTRATION OF POLYMER-

INORGANIC HYBRIDS ON A SEDIMENTATION OF TIO2 AND ZrO2 

CONCENTRATED SUSPENSIONS 

4-O-06 

 

 Plenary session 

 Session 2. Polymer synthesis and modification 
Chair:   Tenkovtsev A.V.  

11-30 – 12-15 

Ihara H., Takafuji M., Kuwahara Y., Okazaki Y., Goto T., Ueki M., Oda R. 

POLYMER FUNCTIONALIZATION BY SUPRAMOLECULAR GEL: BASIC 

IDEA TO LIGHT MANAGEMENT APPLICATIONS 
PL-3 

12-15 – 12-30 

Ivanov I.V., Kashina A.V., Meleshko T.K., Yakimansky A.V. 

THE SYNTHESIS OF AMPHIPHILIC POLYIMIDE BRUSHES WITH 

POLYMETHACRYLIC SIDE CHAINS 
2-O-01 
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12-30 – 12-45 

Kurochkina D.Yu., Grishin I.D. 

THE INFLUENCE OF REDUCING AGENT ON THE CONTROLLED 

SYNTHESIS OF POLYACRYLONITRILE VIA ARGET ATRP 
2-O-02 

12-45 – 13-00 

Denisova Yu.I., Gringolts M.L., Shandryuk G.A., Krentsel L.B., Litmanovich A.D., 

Kudryavtsev Y.V., Finkelshtein E.Sh. 

CROSS-METATHESIS BETWEEN POLYNORBORNENE AND 

POLYOCTENAMER IN THE SYNTHESIS OF MULTIBLOCK COPOLYMERS 

2-O-03 

 

 Session 2. Polymer synthesis and modification 
Chair:   Ilgach D.M. 

14-30 – 14-45 

Garaeva G.F., Spiridonova R.R., Balabanova F.B. 

SYSTEM OF SOLVENTS AS MEDIUM OF RADICAL POLYMERIZATION 

OF THE VINYL ACETATE IN THE PRESENCE OF ACROL-C MODIFIER 
2-O-04 

14-45 – 15-00 
Gulnik M.I., Vasilenko I.V., Kostjuk S.V. 

CATIONIC POLYMERIZATION OF MYRCENE IN AQUEOUS EMULSION 
2-O-05 

15-00 – 15-15 

Ludin D.V., Kulikov E.E., Zotova O.S., Zaitsev S.D. 

CONTROLLED RADICAL COPOLYMERIZATION OF STYRENE WITH 

TERT-BUTYL ACRYLATE IN THE PRESENCE OF TRIBUTYLBORANE 

AND QUINONES: EFFECT OF COMPONENTS ON MOLECULAR WEIGHTS 

AND COPOLYMER COMPOSITION 

2-O-06 

15-15 – 15-30 

Gostev A.I., Sivtsov E.V. 

INTEGRAL APPROACH TO INVESTIGATION OF RADICAL 

POLYMERIZATION UNDER THE CONDITIONS OF REVERSIBLE CHAIN 

TRANSFER (RAFT) IN THE PRESENCE OF SYMMETRICAL 

TRITHIOCARBONATES 

2-O-07 

15-30 – 15-45 

Rodinova V.D., Khodorik S.M., Sivtsov E.V., Gostev A.I. 

SYNTHESIS AND PROPERTIES OF ACRYLIC CONCRETE PLASTICIZERS 

WITH HIGH WORKABILITY AT LOW WATER-CEMENT RATIO 
2-O-08 

15-45 – 16-00 

Nikishev P.A., Piskun Yu.A., Vasilenko I.V., Kostjuk S.V. 

SYNTHESIS OF MACROINITIATORS BASED ON POLYSTYRENE OR 

POLYISOBUTYLENE FOR TBD-CATALYSED RING-OPENING 

POLYMERIZATION OF D,L-LACTIDE 

2-O-09 

16-00 – 16-15 

Berezianko I.A., Vasilenko I.V., Shiman D.I., Kostjuk S.V. 

HIGHLY REACTIVE POLYISOBUTYLENE VIA CATIONIC 

POLYMERIZATION OF ISOBUTYLENE USING NEW CATALYSTS: 

CHLOROALUMINATE IMIDAZOLE-BASED IONIC LIQUID IN THE 

PRESENCE OF DIISOPROPYL ETHER 

2-O-10 

16-15 – 16-30 

Savin N.V., Alekbaev D.R., Galeev R.I., Samuilov Ya.D. 

STUDYING OF 4-HYDROXYMETHYL-2-OXO-1,3-DIOXOLANE 

SYNTHESIS USING NAX ZEOLITES MODIFIED BY ZINCUM AS 

CATALYST 

2-O-11 

 

16-45 – 18-45 

POSTER PRESENTATION 

 Session 3. Bio-related and medical polymers 

 Session 5. Smart polymers 
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Wednesday, November 16 

 Session 3. Bio-related and medical polymers 
Chair:   Vlakh E.G. 

9-30 –   9-45 

Krylova M., Sinitsyna E., Korzhikov V., Tennikova T. 

MOLECULAR IMPRINTED SUPERMACROPOROUS CRYOGELS FOR 

PROTEIN RECOGNITION 
3-O-01 

9-45 – 10-00 

Nurpeissova Zh.A., Mangazbayeva R.A., Mun G.A., Shaikhutdinov E.M., 

Khutoryanskiy V. 

BIOADHESIVE HYDROGELS BASED ON POLY(VINYL ALCOHOL) AND 4-

MERCAPTOPHENYLBORONIC ACID FOR BIOMEDICAL APPLICATIONS 

3-O-02 

10-00 – 10-15 

Malafeev K.V., Moskalyuk O.A., Popova E.N., Elokhovskiy V.Y., Ivan'kova E.M., 

Yudin V.E. 

PROCESSING AND MECHANICAL PROPERTIES OF COMPOSITE 

MONOFILAMENTS BASED ON POLY(LACTID ACID) 

3-O-03 

10-15 – 10-30 

Deygen I.M., Skuredina A.A., Kudryashova E.V. 

HYDROXYPROPYLMETHYLCELLULOSE - PERSPECTIVE POLYMER FOR 

NEW ANTI-TUBERCULOSIS DRUG FORLUMATIONS 
3-O-04 

10-30 – 10-45 

Kaldybekov D.B., Khutoryanskiy V.V. 

POLYMERIC SYSTEMS FOR DRUG DELIVERY TO THE URINARY 

BLADDER 
3-O-05 

10-45 – 11-00 

Kasatkin I.A., Yakusheva D.E., Kiselkov D.M., Karpunina T.I., Nesterova L.Y. 

ANTIMICROBIAL COATING OF MEDICAL GRADE 

POLYDIMETHYLSILOXANE WITH SUBMICRON ZNO PARTICLES: 

IMPLEMENTATION AND CHARACTERIZATION 

3-O-06 

 

 Plenary session 
Chair:   Khutoryanskiy V. 

11-30 – 12-15 
Vuorinen J. 

ELASTOMERIC ACTUATORS 
PL-4 

12-15 – 13-00 
Kocherbitov V. 

INTERACTIONS OF BIOPOLYMERS WITH WATER 
PL-5 

 

 Session 4. Structure and characterization of polymers 
Chair:   Smyslov R.Yu. 

14-30 – 14-45 

Tolmachev D.A., Lukasheva N.V., Nazarychev V.M., Kenny J.M. 

EFFECT OF H-BONDING ON THERMAL AND DIELECTRIC PROPERTIES 

OF BULK POLYMERS. ATOMISTIC MOLECULAR DYNAMICS 

SIMULATIONS OF NYLON 6 

4-O-07 

14-45 – 15-00 

Ershova N.A. 

THE METHOD OF X-RAY DIFFRACTION TO DETERMINE THE ATOMIC 

STRUCTURE OF SUBSTANCES (FOR EXAMPLE, AN ANTIMICROBIAL 

PROTEIN LYSOZYME) 

4-O-08 

15-00 – 15-15 

Lisin A.V., Akhmedova A.I., Fedorchuk A.N., Spiridonova R.R. 

EFFECT OF PROCESSING CONDITIONS ON THE PHYSICAL AND 

MECHANICAL PROPERTIES OF POLYPROPHYLENE MONOFILAMENTS 

ARE PREPARED FROM RAW DOMESTIC PRODUCTION 

4-O-09 

15-15 – 15-30 

Polovnikov K.E., Tamm M.V. 

THEORETICAL FRAMEWORK FOR LOCUS DYNAMICS IN 

CHROMOSOMES 
4-O-10 
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15-30 – 15-45 

Gorkovenko D.A. 

THERMAL STABILIZATION OF POLY(VINYL CHLORIDE) BY 

MAGNESIUM HYDROXIDE, MAGNESIUM OXIDE AND 

DIMETHYLANILINE 

4-O-11 

15-45 – 16-00 

Ostanin S.A., Mokeev M.B., Zuev V.V. 

EVOLUTION OF RIGID DOMAIN SIZE AND INTERPHASE THICKNESS IN 

POLYURETHANE-POLYUREA COPOLYMERS AS REVEALED BY SOLID-

STATE NMR: EFFECT OF MOLECULAR ARCHITECTURE 

4-O-12 

 

16-15 – 18-15 

POSTER PRESENTATION 

 Session 4. Structure and characterization of polymers 

 Session 6. Polymer applications 

 

 

 

Thursday, November 17 

 Session 5. Smart polymers 
Chair:   Polotsky A.A. 

9-30 –   9-45 

Prokacheva V.M., Polotsky A.A., Birshtein T.M. 

POLYMER BRUSHES MADE OF ARM-GRAFTED POLYELECTROLYTE 

STARS: A THEORETICAL STUDY 
5-O-01 

9-45 – 10-00 
Dolgushev M., Guérin T., Blumen A., Bénichou O., Voituriez R. 

CONTACT KINETICS IN FRACTAL MACROMOLECULES 
5-O-02 

10-00 – 10-15 

Egorov V.I. 

COMPUTER SIMULATION OF MECHANICAL PROPERTIES OF POLYMER 

BRUSHES ON ELASTIC SUBSTRATES 
5-O-03 

10-15 – 10-30 

Shavykin O.V., Okrugin B.M., Neelov I.M., Darinskii A.A. 

EFFECT OF THE EXCLUDED VOLUME INTERACTIONS IN THE LOCAL 

DYNAMICS IN DENDRIMERS 
5-O-04 

10-30 – 10-45 

Kazakov A.D., Polotsky A.A., Birshtein T.M. 

COIL-TO-FLOWER TRANSITION IN A LINEAR POLYMER CHAIN 

INSERTED INTO A BRUSH MADE OF STARLIKE MACROMOLECULES 
5-O-05 

10-45 – 11-00 

Kashina A.V., Ivanova A.S., Meleshko T.K., Yakimansky A.V. 

STUDY OF THE POLYIMIDE BRUSHES WITH POLY(2-

(DIMETHYLAMINOETHYL) METHACRYLATE) SIDE CHAINS BY SIZE 

EXCLUSION CHROMATOGRAPHY 

5-O-06 

 

 Session 1. Polymer composite materials 
Chair:   Larin S.V. 

11-30 – 11-45 

Shapoval E.S., Sinitcin A.N., Zuev V.V. 

DIELECTRIC PROPERTIES OF POLYAMIDE 12-CHROMIUM(III) OXIDE 

NANOCOMPOSITES 
1-O-07 

11-45 – 12-00 

Pikhurov D.V., Zuev V.V. 

STUDY OF INORGANIC FILLERS INFLUENCE ON MECHANICAL 

PROPERTIES OF POLYURETHANE COMPOSITES 
1-O-08 

12-00 – 12-15 

Borzdun N.I., Larin S.V., Falkovich S.G., Nazarychev V.M., Volgin I.V., 

Yakimansky A.V., Lyulin S.V. 

INFLUENCE OF THE TEMPERATURE REGIME, AMORPHOUS 

SURROUNDING AND ELECTROSTATIC INTERACTIONS ON THE 

STABILITY OF P3HT HELICAL STRUCTURE. MOLECULAR DYNAMICS 

SIMULATION 

1-O-09 
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12-15 – 12-30 
Mukhametov R.R., Akhmadieva K.R. 

PHTHALONITRILE RESIN FOR HEAT-RESISTANT COMPOSITES 
1-O-10 

12-30 – 12-45 

Soboleva E., Bugrov A.N., Smirnov M.A., Sokolova M.P., Svetlichnyi V.M., 

Geydt P., Lahderanta E. 

ADVANCED SCANNING PROBE MICROSCOPY FOR 

CHARACTERIZATION OF POLYMERIC COMPOSITES 

1-O-11 

12-45 – 13-00 

Tsarev N.S., Dobrovolskaya I.P., Ivankova E.M., Osmolovskaya O.M., Krukov A.E., 

Yudin V.E. 

PROCESSING AND PROPERTIES OF POROUS MATERIALS BASED ON 

CHITOSAN AND CALCIUM HYDROXYLAPATITE NANOPARTICLES FOR 

REGENERATION OF FRACTURED OR DISEASED BONES 

1-O-12 

 

 Session 3. Bio-related and medical polymers 

 Session 4. Structure and characterization of polymers 
Chair:   Sinitsyna E.S. 

14-30 – 14-45 
Kutlugildina G.G., Zimin Yu.S. 

POLYVINYL ALCOHOL AS A MATRIX FOR PHARMACEUTICALS 
3-O-07 

14-45 – 15-00 

Akhmedova A.I., Lisin A.V., Fedorchuk A.N., Spiridonova R.R. 

SYNTHESIS OF N-DIOXANONE - MONOMER OF BIODERGADABLE 

POLYMER 
3-O-08 

15-00 – 15-15 

Iakobson O.D., Shevchenko N.N. 

CROSS-LINKED DEXTRAN NANOPARTICLES FOR BIOMEDICAL 

APPLICATION 
3-O-09 

15-15 – 15-30 

Levit M.L., Zashikhina N.N., Tarasenko I.I., Vlakh E.G., Tennikova T.B. 

AMPHIPHILIC MAG-b-(L-Phe) BLOCK-COPOLYMERS OBTAINED via 

SEQUENTIAL RAFT AND ROP POLYMERIZATIONS FOR PREPARATION 

OF NANOPARTICLES STABLE TO BIODEGRADATION 

3-O-10 

15-30 – 15-45 

Morokhina A.K., Bespalova G.N., Larin A.N., Ageeva T.A., Koifman O.I., 

Moiseeva K.E. 

THE EFFECT OF COBALT-CONTAINING MACROHETEROCYCLES ON 

THE PROPERTIES OF ELECTRODEPOSITED COATINGS 

4-O-13 

15-45 – 16-00 

Klaving A.V., Bobrova N.V., Smirnov N.N., Sokolova M.P., Medvedev O.S., 

Smirnov M.A. 

CELLULOSE NANOFIBERS – POLYPYRROLE COMPOSITE FOR ENERGY 

STORAGE APPLICATIONS 

4-O-14 

16-00 – 16-15 

Akhmetshina A.I., Kolesova E.S., Davletbaev R.S., Emelina O.Y., Davletbaeva I.M., 

Vorotyntsev I.V. 

POLYURETHANES ON THE BASIS OF HYPERBRANCHED AMINO 

ETHERS OF BORIC ACID 

4-O-15 

 



9 

 

LIST OF POSTER PRESENTATIONS 
 

Session 1. Polymer composite materials 
 

1-P-01 
Yudin V.V., Kovylin R.S., Konev A.N., Baten’kin M.A., Zaitsev S.D., Chesnokov S.A. 

PREPARATION OF COMPOSITE MATERIALS BASED ON POROUS POLYMERS AND 

POLYURETHANES 
 

1-P-02 
Bekanova M.Z. , Shandryuk G.A., Talroze R.V., Chernikova E.V.  

NANOCOMPOSITES BASED ON QUANTUM DOTS STABILIZED BY 

FUNCTIONALIZED POLY(MRTHYL METHACRYLATE) LIGANDS 
 

1-P-03 

Derikov Ya.I. , Shandryuk G.A., Denisova Yu.I. , Fin’ko A.V., Merekalov A.S., Ezhov A.A., 

Kudryavtsev Y.V. 

SURFACE MODIFICATION OF AU NANOPARTICLES AND CDSE QUANTUM DOTS 

FOR INSERTION INTO BLOCK COPOLYMERS 

 

1-P-04 
Efimov K.V., Ushmarin N.F., Kol'tsov N.I. 

THE RESEARCH IN POSSIBILITY OF INCREASING IN THE PHYSICAL, MECHANICAL 

AND PERFORMANCE PROPERTIES OF SILICONE RUBBER
 

 

1-P-05 
Feklistov E.G., Tsobkallo E.S., Stepashkina A.S. 

RESEARCH AND MODELING CONDUCTIVITY PROCESS IN COMPOSITE MATERIALS 

WITH CARBON NANOFILLERS 
 

1-P-06 
Ilgach D.M, Smyslov R.Yu., Yakimansky A.V. 

CDSE/ZNS QUANTUM DOTS - POLYFLUORENE NANOCOMPOSITES 

 

1-P-07 

Kostyuk A.V., Ignatenko V.Ya., Brantseva T.V., Smirnova N.M., Antonov S.V.  

INFLUENCE OF MOLECULAR WEIGHT CHARACTERISTICS OF NON-CROSSLINKED 

PRESSURE-SENSITIVE ADHESIVES ON THE DURABILITY OF THEIR JOINTS WITH 

SUBSTRATES OF DIFFERENT SURFACE ROUGHNESS 

 

1-P-08 
Kablov V.F., Novopoltseva O.M., Kochetkov V.G., Lapina A.G.  

INVESTIGATION OF THE INFLUENCE OF HOLLOW MICROSPHERES ON THE FIRE 

AND HEAT RESISTANCE OF ELASTOMER COMPOSITIONS 
 

1-P-09 
Larin S.V., Volgin I.V., Glova A.D., Lyulin S.V. 

COARSE-GRAINED MODEL TO STUDY PROPERTIES OF POLYIMIDE-BASED 

NANOCOMPOSITES 

 

1-P-10 
Mironova M.V., Makarov I.S., Vinogradov M.I., Golova L.K., Skvortsov I.S., Berkovich A.K.  

COMPOSITE FIBERS BASED ON CELLULOSE AND SILICON-CONTAINING 

ADDITIVES OF DIFFERENT NATURE 

 

1-P-11 
Noguchi H., Liu T., Takafuji M., Ihara H. 

FACILE METHOD FOR SURFACE CARBONIZATION VIA DIRECT POLYMERIZATION 

OF NAPHTHALENE AND TRIADIENE DERIVATIVES ON POROUS MICROPARTICLES 

 

1-P-12 

Podshivalov A.V, Bronnikov S.V., Besson F., Budtova T.V  

MORPHOLOGY AND IMPACT STRENGTH OF THE CELLULOSE ACETATE 

BUTYRATE/ POLYETHYLENE/COMPATIBILIZER COMPOSITES CONTAINING TWO 

DIFFERENT BRANDS OF COMMERCIAL POLYETHYLENE 

 

1-P-13 
Savina E.V., Purtseladze V.I., Emelianov G.A., Baranets I.V.  

PROPERTIES OF HALOGEN-CONTAINING POLYMER MIXES 

 

1-P-14 
Shibanova A.V., Tsobkallo E.S., Moskalyuk O.A., Yudin V.E., Ivan'kova E.M. 

HIGH-ABRASION RESISTANCE NANOCOMPOSITES BASED ON PET MATRIX 

 

1-P-15 
Sitnikova V.E., Ilic I., Olekhnovich R.O. 

SWELLING–DESWELLING PROPERTIES OF AA-CO-AAC/BENTONITE HYDROGEL 

COMPOSITES 
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Session 2. Polymer synthesis and modification 
 

2-P-01 
Grebenschikova E.S., Emelina O.Y., Shamsutdinova R.A., Davletbaeva I.M. 

MODIFICATION OF SUPRAMOLECULAR STRUCTURE OF AMPHIPHILIC BLOCK 

COPOLYMERS BY JANUS PARTICLES 

 
 

2-P-02 
Mazilnikov A.I., Emelina O.Y., Gataullin I.I., Kamaliev I.F., Djabbarov I.M., Davletbaeva I.M. 

POLYMERS BASED ON 2,4-TOLUENEDIISOCYANATE AND MACROINITIATOR WITH 

DIFFERENT RATIOS OF OXYETHYLENE AND OXYPROPYLENE UNITS 
 

2-P-03 
Ludin D.V., Zotova O.S., Kulikov E.E., Dukova S.V., Zaitsev S.D. 

THE NEW APPROACH TO SYNTHESIS OF STARCH-GRAFT-COPOLYMERS USING 

TRIETHYLBORANE AND BENZOQUINONE 

 

2-P-04 
Zhigarev V.A., Morontsev A.A., Belov N.A., Nikiforov R.Yu., Guseva M.A., Gringolts M.L. 

DIFLUOROCYCLOPROPANATION OF POLYNOBORNENES AND ITS INFLUENCE ON 

GAS-SEPARATION PROPERTIES 
 

2-P-05 
Zotova O.S., Ludin D.V., Kulikov E.E., Dukova S.V. 

CONTROLLED/LIVING COPOLYMERIZATION OF ACRYLIC ACID WITH STYRENE IN 

PRESENTS OF POLYMERIC RAFT-AGENT 

 

2-P-06 
Antonova V.S., Osovskaya I.I., Novoselov N.P. 

THERMODYNAMIC PROPERTIES OF HYDRATION OF CELLULOSE IN THE FREEZING 

PROCESS 

 

2-P-07 
Andreeva A.Y., Temnikova N.E., Danilov V.A. 

RESEARCH COPOLYMERS SOLUBILITY OF 2-HYDROXYETHYLMETHACRYLATE 

AND N-PHENYLMALEINIMIDE 

 

2-P-08 

Chechuha M.R., Sivtsov E.V., Gostev A.I., Kalinin A.V., Voznyakovskii A.P. 

CHEMICAL MODIFICATION OF THE SURFACE DETONATION NANODIAMONDS FOR 

OBTAINING POLYMERIC NANOCOMPOSITES IN-SITU BASED ON 

POLY(METH)ACRYLATES 

 

2-P-09 
Kolova E.A., Shiman D.I., Kostjuk S.V. 

RAFT COPOLYMERIZATION OF MALEIC ANGYDRIDE WITH STYRENE USING 

DIBENZYLTRITHIOCARBONATE/AIBN/1.4-DIOXANE INITIATING SYSTEM  
 

2-P-10 
Dukova S.V., Zaitsev S.D., Zotova O.S., Kulikov E.E., Ludin D.V. 

REVERSIBLE ADDITION–FRAGMENTATION CHAIN-TRANSFER (RAFT) 

COPOLYMERIZATION OF METHACRYLIC ACID AND BUTYL ACRYLATE 

 

2-P-11 
Fedorova E.A., Vasilyeva S.Y., Nasakin O.E. 

THE STUDY OF COPOLYMERIZATION OLIGOURETHANEDIMETHACRYLATE WITH 

FURFURALACETONE MONOMER 

 

2-P-12 
Denisova Yu.I., Roenko A.V., Gringolts M.L., Shandryuk G.A., Krentsel L.B., Kudryavtsev Y.V. 

EFFECT OF OH-SUBSTITUENT IN POLYOCTENAMER ON ITS CROSS-METATHESIS 

WITH POLYNORBORNENE 

 

2-P-13 
Blokhin A.N., Razina A.B., Tenkovtsev A.V. 

SYNTHESIS OF THE THERMORESPONSIBLE STAR SHAPED POLYOXAZOLINES 

WITH CALIX[8]ARENE CORE 

 

2-P-14 
Garifullin I.I., Idrisov R.R., Fedorchuk A.N., Spiridonova R.R. 

SYNTHESIS AND PROPERTIES OF POLYCAPROAMIDE MODIFIED OF CARBON 

NANOTUBES 

 

2-P-15 
Suleymanova A.G., Akhmetova A.A., Minnebayeva L.F., Spiridonova R.R., Sirotkin A.S. 

SEARCH BIOCIDES COMPATIBLE WITH ADHESIVES BASED ON POLYVINYL 

ACETATE DISPERSION 
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2-P-16 
Karimullin R.R., Kayumov M.N., Zaripov I.I., Gumerov A.M., Davletbaev R.S. 

METAL COMPLEX MODIFICATION OF AROMATIC POLYURETHANES 

 

2-P-17 
Alekbaev D.R., Savin N.V., Samuilov A.Ya., Samuilov Ya.D. 

INFLUENCE OF PHENOL ON THERMAL DECOMPOSITION OF POLYURETHANES 

 

2-P-18 
Kayumov M.N., Karimulin R.R., Zaripov I.I., Davletbaev R.S., Gumerov A.M. 

POLYURETHANES COMPOSED OF ANIONIC MACROINITIATOR, BIS(4-

ISOCYANATOPHENYL)METHANE AND 4,4'-DIHYDROXY-2,2- DIPHENYLPROPANE 

 

2-P-19 
Kulikov E.E., Zotova O.S., Ludin D.V., Zaitsev S.D., Dukova S.V. 

RAFT COPOLYMERIZATION OF ISOBORNYL ACRYLATE AND METHACRYLIC ACID 

IN THE PRESENCE OF BENZYL DITHIOBENZOATE 

 

2-P-20 
Lenshina N.A., Arsenyev M.V., Shurygina M.P., Poddel’sky A.I., Chesnokov S.A. 

OPTICALLY CONTROLLED DISTRIBUTION OF O-QUINONEMETHACRYLATE METAL 

COMPLEXES IN POLYMER MATERIAL 

 

2-P-21 
Lokteva A.A., Troitskii B.B., Denisova V.N., Novikova M.A., Konev A.N., Fedyushkin I.L. 

PREPARATION OF THE LATEX PARTICLES IN EMULSION POLYMERIZATION OF 

METHYL METHACRYLATE WITH LOW EMULSIFIER CONCENTRATIONS 

 

2-P-22 
Berezin I.A., Nosova G.I., Litvinova L.S., Yakimansky A.V. 

PRACTICAL AND KINETIC FEATURES MICROWAVE ASSISTED SUZUKI 

POLYCONDENSATION FOR SYNTHESIS POLYFLUORENE 

 

2-P-23 

Guliy N.S., Goikhman M.Ya., Podeshvo I.V., Loretsyan L.N., Gofman I.V., Anan’eva 

T.D.,Yakimansky A.V. 

NEW CO-POLYMERS WITH BIQUINOLINE UNITS IN THE MAIN CHAIN AND METAL-

POLYMER COMPLEXES BASED ON: SYNTHESIS AND PROPERTIES 

 

2-P-24 
Samokhvalova S.A., Vlasov P.S., Gorislov G.G., Levin O.V. 

OLIGOMERIC NICKEL COMPLEXES VIA OXIDATION OF N,N′-BIS(3-

METHOXYSALICYLIDENE)ETHYLENEDIAMINONICKEL(II) 
 

2-P-25 
Vasilyeva O.V, Vasilyeva S.Y, Nasakin O.E. 

NEW APPROACHES TO OBTAINING THE MONOMER TO POLYMER COMPOSITIONS – 

FURFURAL 

 

2-P-26 
Dzema D.V., Kartsova L.A., Emelianov G.A. 

SYNTHESIS OF NEW LOW MOLECULAR WEIGHT FLUORINATED POLYMERS WITH 

VARIOUS FUNCTIONAL GROUPS 
 

2-P-27 
Levit M.L., Dobrodumov A.V., Kashina A.V., Panarin E.F., Vlakh E.G., Tennikova T.B. 

RAFT POLYMERIZATION OF 2-DEOXY-2-METHACRYLAMIDO-D-GLUCOSE: 

SYNTHESIS AND KINETIC STUDY 

 

2-P-28 
Ivanov I.V., Kashina A.V., Meleshko T.K., Yakimansky A.V. 

SYNTHESIS OF BLOCK COPOLYMER BRUSHES BY ATRP 
 

 

 

 

Session 3. Bio-related and medical polymers 
 

3-P-01 
Belova T.V., Vasiliev S.Yu., Fedorov P.I., Nasakin O.E. 

OBTAINING OLIGOMERIC INULIN AND DIABETES 

 

3-P-02 
Boyko O.S., Tolmachev D.A., Lukasheva N.V., Lyulin S.V. 

POLY-L-ASPARTIC ACID IN AQUEOUS SALT SOLUTIONS. ATOMISTIC COMPUTER 

SIMULATION 
 



12 

 

3-P-03 
Gogleva O.A., Polyakova I.V., Borovikova L.N., Pisarev O.A. 

SYNTHESIS OF MOLECULAR IMPRINTED HYBRID ORGANIC-INORGANIC 

SORBENTS WITH PROPERTIES OF ARTIFICIAL RECEPTOR TOWARD GLUCOSE 

 

3-P-04 
Krutyakova M.A., Volokitina M.V., Vlakh E.G., Tennikova T.B. 

PREPARATION AND EXPLOTATION OF PROTEIN MICROARRAYS BASED ON 

MACROPOROUS MONOLITHIC SUPPORTS 

 

3-P-05 
Laishevkina S.G., Baigildin V.A., Lavrov N.A., Pankova G.A., Shevchenko N.N. 

SYNTHESIS OF CATIONIC PARTICLES OF POLYMETHYL METHACRYLATE 

 

3-P-06 
Mitusova K.A., Titova A.V., Borovikova L.N., Pisarev O.A. 

SPECTRAL CHARACTERISTICS OF THE SILVER NANOPARTICLES STABILIZED 

WITH CHYMOTRYPSIN IN A MEDIUM WITH DIFFERENT PH VALUE 

 

3-P-07 
Nikitina A.A., Stepanova M.A., Vlakh E.G., Tennikova T.B. 

MACROPOROUS MONOLITHS MOLECULARLY IMPRINTED POLYMETHACRYLATE-

BASED SORBENTS FOR SELECTIVE EXTRACTION OF CHOLESTEROL 

 

3-P-08 
Osipenko A.A., Polyakova I.V., Vlasova E.N., Volchek B.Z., Pisarev O.A. 

POLYMERIC AND ORGANO-INORGANIC AMPHIPHILIC SORBENTS WITH 

PROPERTIES OF ARTIFICIAL RECEPTOR TOWARD CHOLESTEROL 

 

3-P-09 
Ovsyukov K.S. 

STUDY OF THE EXPRESSION LEVEL OF GENES ENCODING NA / K-ATPASE ON 

MODEL CELL LINES IN THE INTERACTION OF CYTOTOXIC AGENTS 

 

3-P-10 

Popova E., Guryanov I., Cipriani S., Biondi B., Korzhikov V., Vlakh E., Formaggio F., Fiorucci S., 

Tennikova T. 

BIOMIMETIC NANOSYSTEMS WITH CAPTURING ACTIVITY TARGETED FOR 

CHEMOKINES 

 

3-P-11 
Rezvova М.А., Denisov V.Ya., Zhevnyak V.D., Pak V. 

RADIATION SYNTHESIS AND MODIFICATION OF POLYMER HYDROGELS BY ION-

EXCHANGE FIBERS FOR MEDICAL APPLICATION 

 

3-P-12 
Riabinin G.V., Pisarev O.A., Suvorov A.N. 

PREPARATIVE CHROMATOGRAPHY OF ANTIMICROBIAL PEPTIDES FROM THE 

LACTOBACILLI SUPERNATANT ON POLYMERIC SORBENTS 

 

3-P-13 

Salmani H., Bilibin A.Y. 

NANOPRECIPITATION – MINIEMULSION POLYMERIZATION COMBINED METHOD: 

A NOVEL APPROACH TO SYNTHESIS DRUG LOADED NANOPARTICLES WITH 

TUNABLE CHARACTERISTICS 

 

3-P-14 
Tolstykh D.A., Kozhikhova K.V., Mironov M.A. 

LATE STAGE MODIFICATION OF AMINO ACIDS BINDING PECTIN-SCAFFOLDED 

RECEPTORS 

 

3-P-15 
Vasileva M.Yu., Shtro A.A., Nikitkina E.V., Ershov A.Yu. 

NEW SILVER GLYCONANOPARTICLES: SYNTHESIS, STRUCTURE, AND 

BIOLOGICAL ACTIVITY 

 

3-P-16 

Vrbata D., Uchman M. 

LACTIC ACID AND GLUCOSE-RESPONSIVE MICELLES OF POLY(ε-

CAPROLACTONE)-B-POLY(ETHYLENE OXIDE) BLOCK COPOLYMERS WITH 

PHENYLBORONIC ESTER AS A SENSITIVE BLOCKS CONNECTOR 

 

3-P-17 
Zashikhina N.N., Volokitina M.V., Vlakh E.G., Tennikova T.B. 

POLY(L-LYSINE)-CO-POLY(L-LEUCINE) NANOPARTICLES FOR DELIVERY OF  

ANTI-TUMOR DRUG IRINOTECAN 
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Session 4. Structure and characterization of polymers 
 

4-P-01 
Alekseeva V.A. 

CHEMICAL TRANSFORMATION OF POLYMERS IN THE COLD PACK BASED ON 

AMMONIUM NITRATE  

 

4-P-02 

Simonova M.A., Khayrullin A.R., Filippov A.P., Ivanov I.V., Kashina A.V., Meleshko T.K.,  

Yakimansky A.V. 

AGGREGATION IN SOLUTIONS OF TRIPLE AMPHIPHILIC POLYMER BRUSHES WITH 

POLYIMIDE BACKBONE AND SIDE CHAINS OF BLOCK-COPOLYMER OF 

POLYMETHYLMETHACRYLATE AND POLYMETHACRYLIC ACID  

 

4-P-03 
Abdutalipova N.M., Turobjonov S.M. 

SORPTION OF COPPER IONS ON THE NEW AMINOCARBOXYL AMPHOLYTE  

 

4-P-04 

Anokhina M.A., Mensov S.N., Polushtaytsev Yu.V. 

PROCESS OF THE MASS TRANSFER OF NEUTRAL COMPONENT IN A 

PHOTOPOLYMERIZABLE MEDIUM LAYER BY ACTION OF NONSTATIONARY 

LIGHT FLOWS 

 

4-P-05 
Antonova V.S., Osovskaya I.I., Derkacheva O.Ju., Avakumova A.V. 

THE EFFECT OF OZONATION DURING BLEACHING OF PULP ON THE STRENGTH OF 

THE PAPER  

 

4-P-06 
Aphonin P.D., Smirnova N.N., Markin A.V., Golodkov O.N., Belov G.P. 

DEPENDENCES OF THERMODYNAMIC PROPERTIES OF POLY(OLEFIN)KETONES ON 

THE MOLE FRACTION OF BUTANE FRAGMENTS  

 

4-P-07 
Avagimova N.V., Polotskaya G.A., Toikka A.M. 

STUDY OF GAS SEPARATING MEMBRANES BASED ON POLY(PHENYLENE OXIDE) 

MODIFIED BY NANODIAMONDS  

 

4-P-08 
Roenko A.V., Denisova Yu.I., Shandryuk G.A., Gringolts M.L., Krentsel L.B., Kudryavtsev Y.V. 

EFFECT OF CHAIN STRUCTURE ON THE CRYSTALLINE PROPERTIES OF 

NORBORNENE-CYCLOOCTENE MULTIBLOCK COPOLYMERS 

 

4-P-09 
Derikov Ya.I., Ezhov A.A., Merekalov A.S., Chernikova E.V., Kudryavtsev Y.V. 

MICROPHASE SEPARATION IN THIN FILMS OF BLOCK COPOLYMERS  

 

4-P-10 
Chernyshova E.B., Berezin A.S., Tuzhikov O.I 

STUDY OF CHITOSAN-ACROLEIN SCHIFF-BASE  

 

4-P-11 
Dmitrienko D.I., Glova A.D., Nazarychev V.M., Mezhenskaia D.A., Falkovich S.G., Larin S.V.,  

Lyulin S.V. 

COMPUTER SIMULATION OF POLYLACTIDE AND POLYHYDROXYBUTYRATE  

 

4-P-12 
Dobrovskiy A.U., Nazarychev V.M., Nikonorova N.A., Kenny J.M., Lyulin S.V. 

INVESTIGATION OF SEGMENTAL MOBILITY OF THERMOPLASTIC POLYIMIDE R-

BAPS  

 

4-P-13 
Gazizova K.D., Shirokova I.Yu., Kuchuk V.I., Shevchenko N.N., Baigildin V.A. 

THE USE OF DIFFERENT METHODS FOR THE STUDY OF AGGREGATIVE STABILITY 

OF MMA LATEXES WITH MODIFIED SURFACE 

 

4-P-14 
Glova A.D., Larin S.V., Falkovich S.G., Lyulin S.V. 

STRUCTURAL PROPERTIES OF PLA-BASED NANOCOMPOSITES FILLED WITH 

MODIFIED CELLULOSE NANOCRYSTALS  

 

4-P-15 
Ignatenko V.Ya., Kostyuk A.V., Brantseva T.V., Antonov S.V. 

INFLUENCE OF SUBSTRATE’S ROUGHNESS ON THE ADHESIVE STRENGTH OF THE 

JOINTS FORMED BY LIQUID CRYSTALLINE PRESSURE-SENSITIVE ADHESIVES  
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4-P-16 
Kartashova O.V, Karyagina R.I., Osovskaya I.I., Rodin V.M., Emel'yanov G.A. 

SYNTHESIS AND PROPERTIES OF LOW MOLECULAR WEIGHT CHLORINATED 

RUBBER  

 

4-P-17 
Khamitova G.Y., Osovskaya I.I., Leyman V.I. 

PMMA - A MATRIX FOR THE PHOTOCHROMIC COMPOSITION  

 

4-P-18 

Kitaeva A.K., Mikhailova M.E., Tsvetkov N.V., Kolomiets I.P. 

THE EQUILIBRIUM AND NON-EQUILIBRIUM ELECTRO-OPTICAL PROPERTIES OF 

COMB-LIKE POLYMERS WITH IONICALLY BONDED SIDE CHAINS IN ORGANIC 

SOLVENT  

 

4-P-19 

Tsvetkov N.V., Lazarenko D.S., Lebedeva E.V., Gubarev A.S., Lezov A.A., Mikhailova M.E., 

Kolomiets I.P., Mikusheva N.G., Akhmadeeva L.I., Kuchkina N.V., Serkova E.S., Shifrina Z.B. 

THE PHYSICO-CHEMICAL PROPERTIES OF NOVEL HYPERBRANCHED 

PYRIDYLPHENYLENE POLYMERS  

 

4-P-20 
Osipova O.M., Osmolowskaya O.M., Korzhikov V.A., Tennikova T.B. 

THE INFLUENCE OF DIFFERENT STABILIZERS ON THE FORMATION OF ALGINATE 

PARTICLES 

 

4-P-21 
Kostina A.A., Okatova O.V., Gubarev A.S., Gostev A.I., Sivtsov E.V., Pavlov G.M. 

MOLECULAR AND CONFORMATIONAL CHARACTERISTICS OF POLY(N-VINYL 

SUCCINIMIDE) 

 

4-P-22 
Danilov V.A., Kolyamshin O.A., Tolikina L.V., Andreeva A.Yu. 

THE RESEARCH OF COPOLYMERS’ PROPERTIES BASED ON 2-HYDROXYETHYL 

METHACRYLATE AND MALEINIMIDE BENZOIC ACID  

 

4-P-23 
Fatkullina E.D., Lopatina E.V., Shabrova E.S., Proskurina V.E. 

FLOCCULATION OF THE CONCENTRATED SUSPENSIONS MG(OH)2 BY POLYMER-

INORGANIC HYBRIDS  

 

4-P-24 
Glagolev M. K., Falkovich S. G., Larin S. V., Glova A. D., Lyulin S. V. 

A COARSE-GRAINED MODEL OF POLY(LACTIC ACID) 

 

4-P-25 
Gorunova P.E., Markin A.V., Smirnova N.N., Tsverova N.E. 

THERMODYNAMIC CHARACTERISTICS OF CHITOSAN-POLYLACTIDE 

COPOLYMERS  

 

4-P-26 
Borisova М.E, Kamalov A.M., Smirnova V.E. 

THE INFLUENCE OF THE DEGREE OF CRYSTALLINITY ON THE CHARGE 

RELAXATION IN THE POLYIMIDE STRUCTURES OF R-ODFO 

 

4-P-27 
Tolmachev D.A., Lukasheva N.V., Nazarychev V.M., Kenny J.M., Lyulin S.V. 

ATOMISTIC MOLECULAR DYNAMICS SIMULATIONS OF RELAXATION PROCESSES 

IN NYLON 6 

 

4-P-28 
L'vova S.A., Osovskaya I.I., Kovzhina A.A. 

FILM FORMER BASED ON AMMONIUM ACRYLATES COPOLYMER  

 

4-P-29 

Tataurov M.V., Guliy N.S., Pulyalina A.Yu. 

INVESTIGATION OF MASS TRANSFER IN PERVAPORATION SEPARATION OF 

METHANOL - METHYL TERTIARY BUTYL ETHER MIXTURE USING 

POLYHETEROARYLENE MEMBRANES 

 

4-P-30 
Trifonov A.V., Tretyakova G.O., Fedorenko E.V., Khrebtov А.А. 

PHOTODIMERIZATION OF KETOIMINATES OF BORON DIFLUORIDE IN CRYSTALS 

AND A POLYETHYLENE MATRIX  

 
 

4-P-31 
Vorontsova A.S., Kurbatov V.G. 

POLYANILINE DISPERSION PREPARED IN THE PRESENCE OF MIXTURES OF 

SURFACTANTS  
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4-P-32 
Markin A.V., Smirnova N.N., Goryunova P.E., Samosudova Ya.S. 

THE COMPARISON OF THERMODYNAMIC PROPERTIES OF POLY(PHENYLENE-

PYRIDYL) DENDRONS OF THE SECOND AND THE THIRD GENERATIONS  

 

4-P-33 
Volgin I.V., Larin S.V., Lyulin S.V. 

VISCOELASTIC PROPERTIES OF POLYIMIDE MELTS AT THE NANOSCALE: 

MOLECULAR DYNAMICS SIMULATIONS  

 

4-P-34 
Zolotova A.Yu., Kurbatov V.G. 

INFLUENCE OF UNDOPED POLYANILINE ON THE PROPERTIES OF ALKYD 

COMPOSITIONS AND COATINGS  

 

4-P-35 
Postnov E.M., Semakov A.V. 

FORMATION OF POLYETHYLENE OXIDE MONOLAYERS DURING THE SPREADING 

OF ITS AQUEOUS SOLUTIONS AT THE AIR-WATER INTERFACE  

 

4-P-36 
Smirnova A.V., Osovskaya I.I., Leyman V.I. 

PHOTOCHROMIC PROPERTIES OF POLYMER COMPOSITION  

 

4-P-37 
Il’yasova J.V., Yevlampieva N.P. 

SOLUTION PROPERTIES OF HYPERBRANCHED POLY(METHYL METHACRYLATES)  

 

 

 

 

Session 5. Smart polymers 
 

5-P-01 
Ivanova A.S., Kashina A.V., Ivanov I.V., Meleshko T.K., Yakimansky A.V. 

GRAFT COPOLYMERS WITH POLYIMIDE BACKBONE AND POLY (N, N-

DIMETHYLAMINO-2-ETHYL METHACRYLATE) SIDE CHAINS  

 

5-P-02 
Amirova A.I., Rodchenko S.V., Filippov A.P. 

TIME DEPENDENCE OF THE AGGREGATION OF STAR-SHAPED POLY(2-ISOPROPYL-

2-OXAZOLINES) IN AQUEOUS SOLUTIONS 

 

5-P-03 

Rodchenko S.V., Amirova A.I., Milenin S.A., Kurlykin M.P., Tenkovtsev A.V., Filippov A.P. 

INFLUENCE OF SOLUTION CONCENTRATION ON BEHAVIOR OF THERMOSENSITIVE 

STAR-SHAPED AND LINEAR POLY(2-ISOPROPYL-2-OXAZOLINES) IN AQUEOUS 

SOLUTIONS 

 

5-P-04 
Stotskaya O.A., Korovina N.A., Rozentsvet V.A. 

THE INVESTIGATION OF STRUCTURE OF CATIONIC POLYISOPRENE THROUGH THE 

FRACTIONATION  

 

5-P-05 

Zakharova N.V., Simonova M.A., Khayrullin A.R., Filippov A.P., Paľshin V.A., Danylovtseva 

E.N. 

EFFECT ON CONCENTRATION AND PH ON BEHAVIOR OF DOUBLE STIMULI-

RESPONSIVE COPOLYMERS N-(3-(DIETHYLAMINO)PROPYL)-N-

METHYLACRYLAMIDE AND N,N-DIETHYLACRYLAMIDE IN AQUEOUS 

SOLUTIONS 

 

5-P-06 
Kudryavtseva A.A., Amirova A.I., Golub O.V., Kurlykin M.P.,Tenkovtsev A.V., Filippov A.P. 

EFFECT OF LOW MOLECULAR WEIGHT COMPOUND ON STAR-SHAPED POLY(2-

ISOPROPYL-2-OXAZOLINE) BEHAVIOR IN AQUEOUS SOLUTIONS ON HEATING 

 

5-P-07 
Andranovich O.S., Smith R. A., Demyantseva E.Yu. 

THE EFFECT OF TEMPERATURE ON SULPHATE SOAP AGREGATION 

 

5-P-08 
Kirila T.U., Kurlykin M.P., Tenkovtsev A.V., Filippov A.P. 

INFLUENCE OF ARM STRUCTURE OF EIGHT-ARM STAR-SHAPED 

POLYOXAZOLINES ON THE PHASE SEPARATION TEMPERATURES 
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5-P-09 

Kudryavtseva A.A., Kurlykin M.P., Tarabukina E.B., Tenkovtsev A.V., Filippov A.P. 

SYNTHESIS OF THERMORESPONSIVE COMB-LIKE POLYMERS WITH POLY(2-

ISOPROPYL-2-OXAZOLINONE) SIDE CHAINS AND POLYESTER MAIN CHAINS AND 

INVESTIGATION THEIR BEHAVIOR IN AQUEOUS SOLUTIONS 

 

5-P-10 

Nesterov P.V., Dmitriev I.Yu., Bobrova N.V., Kuryndin I.S., Ivanov V.P., Elyashevich G.K. 

HYDROGELS BASED ON SEMI-INTERPENETRATED NETWORK OF POLY(2-

ACRYLAMIDO-2-METHYLPROPANESULFONIC ACID) AND POLYVINYL ALCOHOL 

FOR ELECTRO-RESPONSIVE LINEAR ACTUATORS  

 

5-P-11 
Seyednov E.A., Tarabukina E.B., Filippov A.P. 

THERMO-SENSITIVE PROPERTIES OF N-ISOPROPYLACRYLAMIDE COPOLYMER 

WITH METHACRYLIC ACID IN AQUEOUS SOLUTION AT DIFFERENT PH 

 

5-P-12 
Signevich A.D. 

ELECTRIC FIELD EFFECT ON ISOTROPIC – NEMATIC PHASE TRANSITION IN THE 

MELT OF COMB-SHAPED POLYMER 

 

5-P-13 
Tankovskaya S.A., Abrosimova K.V., Paston S.V. 

SPECTRAL INVESTIGATION OF PROTEIN STRUCTURE AND CONFORMATIONAL 

TRANSITIONS 

 

5-P-14 
Andreeva L.N., Zolotova Yu.I., Nekrasova T.N., Nazarova O.V., Bezrukova M.A., Panarin E.F. 

HYDRODYNAMIC AND OPTICAL PROPERTIES OF TRIPLE COPOLYMERS OF 2-

DEOXY-2-METHACRYLAMIDO-D-GLUCOSE IN VARIOUS NATURE SOLVENTS 

5-P-15 

 

Zakharova N.V., Ivanova A.S., Filippov A.P., Meleshko T.K., Yakimansky A.V. 

THE THERMOSENSITIVE BEHAVIOR OF GRAFT COPOLYMER WITH POLYIMIDE 

BACKBONE AND POLY(N,N-DIMETHYLAMINOETHYLMETHACRYLATE) SIDE 

CHAINS IN WATER-SALT SOLUTIONS 

 

 

 

 

Session 6. Polymer applications 
 

6-P-01 

Khrebtov A.A., Lim L.A., Fedorenko E.V., Reutov V.A., Babiy M.Y., Borovskiy A.V., Trifonov 

A.V. 

LUMINESCENT POLYMERIC COMPOSITIONS WITH BORON DIFLUORIDE 

DIBENZOYLMETHANE: PROPERTIES AND APPLICATIONS 

 

6-P-02 
Rostovtseva V.A., Pylyalina A.Yu. 

GAS SEPARATION PROPERTIES OF NOVEL MIXED MATRIX MEMBRANES 
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